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Chemical Composition (Typical) 

• BaSO4 

 

Physical Characteristics (Typical) 

• Whiteness 
• Specific Gravity 
• Ph (of 10% Solution) 

• Bulk Density (loose-in gm/cc) 
• Oil Absorption (ml / 100 gm) 
• Moisture Content 

• Passing through 25-micron sieve 

500 mesh 

 
 
 

> 94 % 
 
 
 
 

> 90 
>4.1 

8.5 +0.5 
1.25 +0.02 

10 +2 
<0.5 % 

> 99.5 % 

 

• Material as per buyer’s specification can also be made available. 
 
 

Natural, Barytes Powder, processed from selected rocks of very high purity, whiteness & brightness 

Although the facts and suggestions in this publication are based on our own research and are believed reliab le, we cannot assume any 
responsibility for performance or results obtained through the use of our products, herein described, nor do we accept any liability for 
loss or    damages directly or indirectly caused by our products. The user is held to check the quality, safety and all other properties of 
our products prior to use. Nothing herein is to be taken as permission, inducement or recommendation to practice any patented invention 
without a license. 
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